0. Railing (Tubular/Steel) (Type) Galvanized Pedestrian X-XX-XXX, Item SPV.0105.XX.

A  Description

This special provision describes fabricating, galvanizing, painting and installing railing in accordance with Sections 506, 513 and 517 of the Standard Specifications and the plan details, as directed by the Engineer, and as hereinafter provided.

B  Materials

All materials for railing shall be new stock, free from defects impairing strength, durability and appearance. Railing assemblies shall be galvanized and receive a two-coat paint system. Bubbles, blisters and flaking in the coating will be a basis for rejection.

B1  Coating System

B1.1 Galvanizing

After fabrication, blast clean steel railing assemblies per SSPC-SP6 and galvanize according         to ASTM A123. Vent holes shall be drilled in members as required to facilitate galvanizing and drainage. Location and size of vent holes are to be shown on the shop drawings.  All burrs at component edges, corners and at holes shall be removed and sharp edges chamfered before galvanizing. Condition any thermal cut edges before blast cleaning by shallow grinding or other cleaning to remove any hardened surface layer. Remove all evident steel defects exposed in accordance to AASHTO M 160 prior to blast cleaning. Lumps, projections, globules, or heavy deposits of galvanizing, which will provide surface conditions that when painted, will produce unacceptable aesthetic and/or visual qualities, will not be permitted.

B1.2 Two-Coat Paint System

After galvanizing, paint all exterior surfaces of steel railing assemblies and inside of rail elements at field erection and expansion joints as hereinafter provided. All galvanized surfaces to be painted shall be cleaned per SSPC-SP1 to remove chlorides, sulfates, zinc salts, oil, dirt, organic matter and other contaminants. The cleaned surface shall then be brush blast cleaned per SSPC-SP16 to create a slight angular surface profile per manufacturer’s recommendation for adhesion of the tie coat. Blasting shall not fracture the galvanized finish or remove any dry film thickness. After cleaning, apply a tie coat from an approved coating system that is specifically intended to be used on a galvanized surface, per manufacturer’s recommendations. The tie coat shall etch the galvanized rail and prepare the surface for the top coat. Apply a top coat per manufacturer’s recommendations, matching the specified color shown on the plans. Use a preapproved top coat that is resistant to the effects of the sun and is suitable for a marine environment. The tie and top coats should be of contrasting colors, and come from the same manufacturer. 

Ensure that the paint manufacturer reviews the process to be used for surface preparation and application of the paint coating system with the paint applier. The review shall include a visit to the facility performing the work if requested by the paint manufacturer. Provide written confirmation, from the paint manufacturer to the engineer, that the review has taken place and that issues raised have been addressed before beginning coating work under the contract.

Use one of the qualified paint manufacturers and products given below. An equivalent system may be used with the written approval of the Engineer.

	
	
	
	Dry Film

Minimum Thickness
	Min. Time1 Between Coats

	     Manufacturer
	Coat
	Products
	(mils)
	(hours)

	Sherwin Williams

1051 Perimeter Drive

Suite 710 Schaumburg, IL 60173

847-330-1562
	Tie

Top
	Recoatable Epoxy Primer

B67-5 Series / B67V5

Acrolon 218 HS

Polyurethane, B65-650
	2.0 to 4.0

2.0 to 4.0
	6

NA

	
	
	
	
	

	Carboline

350 Hanley Industrial

St. Louis, MO 63144

314-.644-1000
	Tie

Tie

Tie

Top
	Rustbond Penetrating Sealer FC             

Carboguard 60 

Carboguard 635

Carbothane 133 LH(satin)
	1

4.0 to 6.0

4.0 to 6.0

4
	36

10

1

NA

	
	
	
	
	

	Wasser Corporation

4118 B Place NW

Suite B

Auburn, WA 98001

253-850-2967

PPG Protective and Marine Coatings

P.O. Box 192610

Little Rock, AR

72219-2610

414-339-5084


	Tie

Top

Tie

Top
	MC-Ferrox B 100

MC-Luster 100

Amercoat 399

Amercoat 450H
	3.0 to 5.0

2.0 to 4.0

3.0 to 5.0

2.0 to 4.0
	8

NA

3

NA


1 Time is dependent on temperature and humidity. Contact manufacturer for more specific information.

B2 Shop Drawings

Submit shop drawings showing the details of railing construction. Show the railing height post spacing, rail location, weld sizes and locations and all dimensions necessary for the construction of the railing. Show location of shop rail splices, field erection joints and expansion joints. State the name of the paint manufacturer and the product name of the tie coat and top coat used along with the color. State the size and material type used for all components. Also show the size and location of any vent or drainage holes provided.

C  Construction

C1 Delivery, Storage and Handling

Deliver material to the site in an undamaged condition. Upon receipt at the job site, all materials shall be thoroughly inspected to ensure that no damage occurred during shipping or handling and conditions of materials is in conformance with these specifications. If coating is damaged, Contractor shall repair or replace railing assemblies to the approval of the Engineer at no additional cost to the Owner. Carefully store the material off the ground to ensure proper ventilation and drainage. Exercise care so as not to damage the coated surface during railing installation. No field welding, field cutting or drilling will be permitted without the approval of the Engineer.
C2 Touch-up and Repair

For minor damage caused by shipping, handling or installation to coated surfaces, touch-up the surface in conformance with the manufacturer’s recommendations. If damage is excessive, the railing assembly shall be replaced at no additional cost to the Owner. The Contractor shall provide the Engineer with a copy of the manufacturer’s recommended repair procedure and materials before repairing damaged coatings.

D  Measurement

The department will measure Railing Steel (Type) Galvanized Pedestrian X-XX-XXX as a single lump sum unit for each structure where railing is satisfactorily furnished and installed.

E  Payment

The department will pay for the measured quantity at the contract unit price under the following bid item:

	ITEM NUMBER
	DESCRIPTION
	UNIT

	SPV.0105.XX
	Railing Steel (Type) Galvanized Pedestrian X-XX-XXX
	LS


Payment is full compensation for fabricating, galvanizing, painting, transporting, and installing the railing, including any touch-up and repairs; and for furnishing all labor, tools, equipment, materials and incidentals necessary to satisfactorily complete the work.
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