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ASTM C309 CURING COMPOUNDS
WisDOT Tested and Approved Batches

Page 1- Wax-based white-pigmented
Page 2 - Poly-alpha-methylstyrene (PAMS)-based

Notes: All Curing materials carried over the winter must be re-tested prior to use. This list will remain current at
all times. Batch numbers listed herein have been source-sampled and satisfactorily tested at WisDOT C.O.
Laboratory for current season use. LInseed-oil-based curing compounds are not allowed.

Approved carryover batches will be listed as contractor-specific, unless re-sampled directly from the vendor.

IF BATCH IS LISTED WITH A CONTRACTOR, IT IS ONLY ACCEPTABLE FROM
THAT CONTRACTOR

Contact:
DOTProductSubmittal@dot.wi.gov
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WAX-BASED WHITE-PIGMENTED (C309 Type 2 Class A)

Last updated: 7/6/2020

FOR USE UNDER WISDOT STANDARD SPECIFICATION SECTIONS 320
AND 390

Manufacturer Batch Number WisDOT Test Number
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W R MEADOWS



PAMS-BASED (C309 Type 2 Class B)

Last updated: 8/27/2020

Manufacturer Batch Number WisDOT Test Number
VEXCON

39402 0-140-0001-2020

39441 0-140-0012-2020

39483 0-140-0018-2020

39485 0-140-0019-2020

39448 0-140-0025-2020

39527 0-140-0031-2020

39614 0-140-0039-2020

39615 0-140-0040-2020

39616 0-140-0041-2020

39705 0-140-0047-2020

39781 0-140-0050-2020

39831 0-140-0052-2020

39845 0-140-0053-2020

39879 0-140-0056-2020

SPECCHEM
030220 0-140-0017-2020
W R MEADOWS

WIOHB036 0-140-0007-2020

WIOHC211 0-140-0022-2020

WIOHC207 0-140-0023-2020

WIOHC135 0-140-0026-2020

WIOHC215 0-140-0028-2020

VINTON WI9HF206 0-140-0029-2020
WIOHD123 0-140-0032-2020

WIOHD126 0-140-0033-2020

WIOHF242 0-140-0049-2020

TK PRODUCTS

WALSH M1Y29614 0-140-0010-2020
M1Z11223 0-140-0038-2020
M1Z11224 0-140-0042-2020
M1Z11227 0-140-0043-2020
M1Z11228 0-140-0044-2020
M1Z11229 0-140-0048-2020
M1Z16008 0-140-0051-2020
M1Z16009 0-140-0054-2020
M1Z16010 0-140-0055-2020

M1Z23906 0-140-0058-2020




